NSPECTION CERTIFICATE

CHUN YU WORKS & CO., LTD.

100 Tapao St.

Notes

We hereby certify that the above material has been satisfactorily tested in accordance with the material specifications.

S.M.CHANG

Report No. 2018110048 Customer CHUN YU WORKS (USA) INC. Kangsham Kaohsiung 82063
Order No. 012325 Descrintion | ASTM F3125/F3125M-15a GRADE Taiwan
S/C No. WSF-81431 P F2280 DOME HEAD TYPE 1 o Tel: +886-7-622-4111
Invoice No. WSF-8082 -+ -7- -
Size 1"-8 X 3-1/4" Fax: +886-7-621-6697
Control Nos. www.chunyu.com.tw
Test Date Nov/28/2018 SetLotNo. | A8143100507-11 afa0 f ==,
Issue Date Nov/29/2018 (\ ) . 0
p - No. i I'AF k-
Ship Quantity | 3150 Sets Part No 277780 R &) 4
- S T RGN
Lot Quantity 3150 Sets Surface PLAIN FINISHED. TTQ 05206 e racagemirt TR 02208 10 K 201038522.4
Chemical Specification and Composition(%) Mechanical Properties - Bolt
Material c | si [mm][ P S c Mo [ ni Jaw [ v ]m [ a B Lot No: 8143100507-11
Division | Heat No X100 X1000 X100 X1000 X10000 Grade ASTM F3125/F3125M-15a GRADE F2280 TYPE 1
SAE 4140 | spec 30 69 35 40 30 Spec. Unit Meas Avg
48 Min | Max | Max Max Tensile Test under 90900 Lbf 102200 102400
Bolt P751 | e | 40 | 25 | 84 | 190 | 15 | 87 | 17 3 | s3] 2 Wedge Loading(10°) | 104850 102800
72700 73000
sasC Spec 18 57 48 58 Proof Load Min Lbf 73500 73500
Nut 58 Min Max | Max 38 35
Hardness HRC 35
JE218 Heat 45 21 70 14 4 3 1 3 2 Max 36
10B20 | Spec NSIO ]\20
Washer ax 2
INH32 20 4 37 24 6 30 18
Mechanical Properties- Nut Mechanical Properties- Washer Assembly Lot Tension Test
Lot No: 8143101202-11 Lot No: 8143101101-11 Spec. | Unit Measurements Avg
Grade ASTM A563-07 DH Grade ASTM F436-07 TYPEI Assen}bly Lot | 66800 Lbf 82209 79895 79785 80005 80005 | 80380
- - Tension Test Min
Spec. Unit Meas Avg Spec. Unit Meas Avg
Proof Load 175 ksi 177 177 Washer 38 HRC 40 41
Min 177 Hardness 45 42
Hardness 24 HRC 25 26
38 27
Marking Visual, Dimensional, and Thread Inspections
ST, Bolt Nut Washer
Bolt Nut Washer D : i Dimf:nsions OK OK OK
"\ . Visual OK OK OK
R Thread OK OK

Authorized Signature
Manager of Q.A. Department
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TEST CERTIFICATE

T EMERSE R T
CHINA STEEL CORPORATION
TERBESETBE PiEK1%

1 CHUNG KANG ROAD HSIAO KANG, KAOHSIUNG 81223
TAIWAN, REPUBLIC OF CHINA

TEL: (07)802-1111 FAX: (07)802-2511, (07)801-9427
E-mail: t211mae@mail. csc. com tw

|

B0397-02  COMPANY REGISTRATION NUMBER: 30414175 1239
. -y = & 4 _
B P pae| B LRIBLOH BA 2 A ZH | BAR-ALLOY STEEL
cwstower | CHUN YU WORKS B2 T RIE
o 0 FT40816320 T aY | 07090180397
P % Y4T85 3
462 75| SAE 4140 GHOWA-) EP&E | ss187108 AT 2 A | Dwaoaom
xE a4l wE#HEOH
SPEC SHIPPING DATE AUG. 31, 2018 T/C ISSUE DATE SEP. 01, 2018
# % 2 P78 %3
| CSC MILL INSPECTION T/C | 02 5E TS % | oweo
P R T (al .o & &% CHENICAL CONPOSITION % o
g |A=AR EﬁD/IJE%SéOhSﬁ}g k4 %«g e C|Mn|P|S|SifCuNi|Cr|Al|B |Mo| N [No|Ti|V =
ITEN piasmick| wiom | Lenetd QTY| kg | HEAT 24 2 3 2 3 4 A 4 3 3 2 REMARKS
¥ i ska. NO. | mm mm X101 X10{ X10 X10 X10Ix10x10[x 10X 10X 101X 10
004[BX739 01 | 25. 00 colL| 9| 20, 306[1P751 40| 84| 19| 15{ 25T 187 53 2{ 17| Tr] 1| 3 Tr
TOTAL: 9] 20, 306

2
NOTES

Tr:TRACE ELEMENT (Si. Cu. Ni. Cr. Mo<0. 02% :Nb. Ti. V<0. 008% ;OTHER ALSO CONFORM SPEC.)

SURVEYED BY

LESAALRMIES » ARHNREME TR > LT LRI ZE K o

WE HEREBY CERTIFY THAT MATERIAL DESCRIBED HEREIN HAS BEEN MANUFACTURED AND
TESTED WITH SATISFACTORY RESULTS |N ACCORDANCE WITH THE REQUIREMENT OF THE
ABOVE MATERIAL SPECIF)CATION

g —Frion Chan

PN :
GENERAL MANAGER, METALLUKGICAL DEPARTMENT
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CHINA STEEL CORPORATION

TERESBETNEE THEISR
1 CHUNG KANG ROAD HSIAO KANG, KAOHSIUNG 81223
TAIVAN, REPUBLIC OF CHINA
TEL: (67)802-1111 FAX: (07)802-2511, (07)801-9427
E-mail: t2llmae@mail. csc. con tw

o

B0397-02  COMPANY REGISTRATION NUMBER: 30414175 1260
£p 25| ROIRBROA RS A% £ | BAR-CARBON STEEL
custoeer | CHUN YU WORKS BEE BEE L
fugirag | 2040807537 R G | 07022880397
BAs 25| )1 GA051 S4EC (DRQ) ?Hmﬁ éf ?f‘ 88187108 *Mﬁ DW2686J
XEaH HEHEAMH
SPEC. SHIPPING DATE FEB. 27, 2018 T/C ISSUE DATE FEB. 28, 2018
® = EEIRLT
s | CSC MILL INSPECTION T/C | 02 L o S | oW
5 R <t 3 TeZ % 5 CHEMICAL COMPOSITION N
g |A%4R _DMEASINS 5| % ¥ |aw c|ma | P|s]sifodnifce]ar]n o=
1TEN pivTeIck| WIDT | LENGTH (QTY} kg |HEAT 2 2 3 2 3 2 MARK
| se0 No, | mm mn 10x18] %10 16 ok REMARKS
PO 1EMB22 01 | 34, 00 co|L| 29| 55, 544 [JE218 45| 70 14 a[29[3 1] 3| 2 4
BM822 02 19| 36, 474[JE224 44 70| 14 & 22[2 1| 3 1| &
TOTAL: 48) 92, 018
NC =Nl + CR
NOTES
HAGEALRATIIM S » U HSEERE R B » 2TFEREZER - -
WE HEREBY CERTIFY THAT MATERIAL DESCRIBED HEREIN HAS BEEN MANUFACTURED AND ""g"hﬂv\ Chew
SURVEYED BY TESTED WITH SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIREMENT OF THE
ABOVE MATERIAL SPECIFICATION. S H m &
GENERAL MANAGER, METALLURGICAL DEPARTMENT
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v OH R B E R A
CHINA STEEL CORPORATION

FHEREBHBTHEE PRA%IK
1 CIUNG KANG ROAD HSIAQ KANG, KAOHSIUNG 81223
TAIWAN, REPUBLIC OF CHINA
TEL: (07)802-1111 FAX: (07)802-2511, (07)801-9421

i E-mail: t2l1lnaeBmail. csc. com tw
BO200-01  COMPANY REGISTRATION NUMBER: 30414175 0634
B pa| =R R ALk | BAR-CARBON STEEL
RS ALES | DWAD778596 B | 07060180200
EP &K PIRTE R
4% 245 | CSC SPEC 10820 (Hewa2) o .| 68040606 CSe oRogR o | DWS404D
ERW EWEal
SPEC SHIPPING DATE MAY. 31, 2018 T/C 1SSUE DATE JUN. 01, 2018
# % 5P T8 i
X | CSC MILL INSPECTION T/C | o1 BE R &k
F] .o s %IMENSIOﬁ %] - & %2 CHEMICAL COMPOSITION % ~
g |ERAR EYY, gg?&gi‘ TE |a® ClMn|P|S|SiCuNi|Cr{Al|B =
INTOEM viaraick] wiom | uewert [QTY] kg | HEAT 2 2 3 2 3 4 REMARKS
* | SEQ. _NO. | mm mm X10( X101 X190 10 X10(x10
OB[BS040 01 | 30. 00 coiL] 7| 13, B63]1NH32 20( 37| 24] 6 4 30} 18
TOTAL: 7| 13, 863
FE A =
2
1% #t
gl A 3k = | ] 155
NOTES =
B E LD {g‘% i
B 4% R eyt
i

SURVEYED BY

HRESFARL A S » WRH PTG » BFSRRLZER o
WE HEREBY CERTIFY THAT MATER!AL DESCRIBED HEREIN HAS BEEN MANUFACTURED AND
TESTED WITH SAT!SFACTORY RESULTS IN ACCORDANCE WiTH THE REQUIREMENT OF THE

ABOVE MATERIAL SPECIFICATION

gy T o

&
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GEMERAL MANAGER, METALLURGICAL DEPARTMENT
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